
15 cm (6")

Hi-Flex EPDM
Lap Sealant

Hi-Flex EPDM 
BA-90 Bonding Adhesive 

Permate Vapour 
Retarder

Hi-Flex EPDM 
T-610 Overlay
Tape

 

Hi-Flex EPDM
Lap Sealant

Hi-Flex EPDM Membrane

Lexcan Water
Cut O� Mastic

Hi-Flex EPDM
PA-100 Primer
or SA-747 Adhesive

Comments:  Roof Edge Terminations not recommended for ballasted roofs.

  In asphalt adhered systems (ex. Fleece-backed membranes), use bonding 
  adhesive at the edge of the roof in lieu of asphalt to avoid drippage down walls.

Roof Edge Termination 2
(Gutter)
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